
TIN-LEAD PLATED, OVER 1.02礛/40? MIN NICKEL UNDERPLATING

0.25 [0.010] THICK BRASS ALLOY 2.54礛/100? 

7. THE HOUSING WILL WITHSTAND EXPOSURE TO 260癈 PEAK 

TIN PLATED, OVER 1.02礛/40? MIN NICKEL UNDERPLATING

0.25 [0.010] THICK BRASS ALLOY 2.03礛/80? 
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