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Sub Item 1

100221 R520 

0.32MM*24M

M AL 1

0.2302999943

49 g

Material 2 Phos Bronze

0.2291484943

77255 g

Substance 3 COBALT 7440-48-4 0.1000000000

0.0002291484

94377255 g

Substance 3 NICKEL 7440-02-0 0.1000000000

0.0002291484

94377255 g

Substance 3 PHOSPHORUS 7723-14-0 0.1000000000

0.0002291484

94377255 g

Substance 3 LEAD 7439-92-1 0.0500000000

0.0001145742

471886275 g

Substance 3 ANTIMONY 7440-36-0 0.0100000000

0.0000229148

494377255 g

Substance 3 MERCURY 7439-97-6 0.0005000000

0.0000011457

42471886275 g

Substance 3 CADMIUM 7440-43-9 0.0050000000

0.0000114574

2471886275 g

Substance 3 BERYLLIUM 7440-41-7 0.0010000000

0.0000022914

8494377255 g

Substance 3 TIN 7440-31-5 4.5000000000

0.0103116822

46976475 g

Substance 3 ZINC 7440-66-6 0.3000000000

0.0006874454

83131765 g

Substance 3 CHROMIUM 7440-47-3 0.0100000000

0.0000229148

494377255 g

Substance 3 ARSENIC 7440-38-2 0.0050000000

0.0000114574

2471886275 g

Substance 3 IRON 7439-89-6 0.1000000000

0.0002291484

94377255 g

Substance 3 MANGANESE 7439-96-5 0.0200000000

0.0000458296

98875451 g

Substance 3 COPPER 7440-50-8

94.698500000

0

0.2170001869

47844826175 g

Material 2 Tin Plate

0.0011514999

71745 g

Substance 3 LEAD 7439-92-1 0.1000000000

0.0000011514

99971745 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 0.2000000000

0.0000023029

9994349 g

Substance 3 TIN 7440-31-5

97.850000000

0

0.0011267427

223524825 g

Substance 3 ZINC 7440-66-6 0.3500000000

0.0000040302

499011075 g

Substance 3 COPPER 7440-50-8 1.5000000000

0.0000172724

99576175 g

Sub Item 1 UEBERFEDER 1

0.0759999975

56 g

Sub Item 1

100309-2 

K1350 

0.2MM*13.7

MM A 1

0.0759999975

56 g

Material 2 Stainless Steel

0.0759999975

56 g

Substance 3 MANGANESE 7439-96-5 2.0000000000

0.0015199999

5112 g

Substance 3 BERYLLIUM 7440-41-7 0.0100000000

0.0000075999

997556 g

Substance 3 CADMIUM 7440-43-9 0.0099000000

0.0000075239

99758044 g

Substance 3 PHOSPHORUS 7723-14-0 0.0450000000

0.0000341999

989002 g

Substance 3 CHROMIUM 7440-47-3

19.000000000

0

0.0144399995

3564 g

Substance 3 NICKEL 7440-02-0 9.5000000000

0.0072199997

6782 g

Substance 3 COBALT 7440-48-4 0.5000000000

0.0003799999

8778 g

Substance 3 LEAD 7439-92-1 0.0999000000

0.0000759239

97558444 g

Substance 3 CARBON 7440-44-0 0.1500000000

0.0001139999

96334 g

Substance 3 SULFUR 7704-34-9 0.0150000000

0.0000113999

996334 g

Substance 3 IRON 7439-89-6

65.719700000

0

0.0499469703

93810532 g

Substance 3

MOLYBDENU

M 7439-98-7 0.8000000000

0.0006079999

80448 g

Substance 3 MERCURY 7439-97-6 0.0005000000

3.7999998778

E-7 g

Substance 3 ARSENIC 7440-38-2 0.0300000000

0.0000227999

992668 g

Substance 3 ANTIMONY 7440-36-0 0.0100000000

0.0000075999

997556 g

Substance 3 SILICON 7440-21-3 2.0000000000

0.0015199999

5112 g

Substance 3 NITROGEN 7727-37-9 0.1100000000

0.0000835999

973116 g
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Product Disclosure

true

Legal Statement

Supplier certifies that it gathered the provided information and such information is true and correct to the best of its knowledge and belief, as of the date 

that Supplier completes this form. Supplier acknowledges that Company will rely on this certification in determining the compliance of its products. 

Company acknowledges that Supplier may have relied on information provided by others in completing this form, and that Supplier may not have 

independently verified such information. However, in situations where Supplier has not independently verified information provided by others, Supplier 

agrees that, at a minimum, its suppliers have provided certifications regarding their contributions to the part(s), and those certifications are at least as 

comprehensive as the certification in this paragraph. If the Company and the Supplier enter into a written agreement with respect to the identified 

part(s), the terms and conditions of that agreement, including any warranty rights and/or remedies provided as part of that agreement, will be the sole 

and exclusive source of the Supplier's liability and the Company's remedies for issues that arise regarding information the Supplier provides in this form.
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