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Company 

Name TE Connectivity

Request Doc 

ID Contact Name

TE Product 

Compliance Contact Title

Company 

Unique ID TE Connectivity Reponse Date 2021-07-03 Contact Email

Contact Phone 

Number

Supplier 

Acceptance

Manufacturer 

Item Number 1670804-1 Amount

0.5559000013

75 Version - Identity

Manufacturer 

Item Name

MCON 2.8 

TERMINAL - LL Weight UOM g Mfr Site  Authority

Date 2021-07-03 UOM

Sub-

item/Material

/Substance Level Name

Substance 

Category

Substance 

CAS

Substance 

Concentration Quantity Mass per Unit UOM Exemption

Sub Item 1

MCON 2.8 

SPRING 1

0.1008000014

7 g

Sub Item 1

112-74-2, 

COATING Sn 

ALLOY HOT 

DIP SnTOP 1

0.0007999999

8 g

Material 2 2350880-2

0.0007999999

8 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 0.4500000000

0.0000035999

9991 g

Substance 3 TIN 7440-31-5

93.100000000

0

0.0007447999

8138 g

Substance 3 COPPER 7440-50-8 1.5000000000

0.0000119999

997 g

Substance 3 LEAD 7439-92-1 0.0500000000 3.9999999E-7 g

Substance 3 SILVER 7440-22-4 4.5000000000

0.0000359999

991 g

Substance 3 ZINC 7440-66-6 0.4000000000

0.0000031999

9992 g

Sub Item 1

1001086 R690 

0.17MM*18M

M BJ 1

0.1000000014

9 g

Material 2 Tin Plate

0.0005000000

0745 g

Substance 3 SILVER 7440-22-4 4.5000000000

0.0000225000

0033525 g

Substance 3 ZINC 7440-66-6 0.3500000000

0.0000017500

00026075 g

Substance 3 LEAD 7439-92-1 0.0900000000

4.5000000670

5E-7 g

Substance 3 COPPER 7440-50-8 1.5000000000

0.0000075000

0011175 g

Substance 3 TIN 7440-31-5

93.560000000

0

0.0004678000

0697022 g

Material 2 Copper Alloy

0.0995000014

8255 g

Substance 3 MAGNESIUM 7439-95-4 0.3000000000

0.0002985000

0444765 g

Substance 3 NICKEL 7440-02-0 4.2000000000

0.0041790000

622671 g

Substance 3 CHROMIUM 7440-47-3 0.0600000000

0.0000597000

0088953 g

Substance 3 LEAD 7439-92-1 0.0500000000

0.0000497500

00741275 g

Substance 3 ANTIMONY 7440-36-0 0.0100000000

0.0000099500

00148255 g

Substance 3 ZINC 7440-66-6 1.0000000000

0.0009950000

148255 g

Substance 3 MANGANESE 7439-96-5 0.1000000000

0.0000995000

0148255 g

Substance 3 BERYLLIUM 7440-41-7 0.0010000000

9.9500001482

55E-7 g

Substance 3 ARSENIC 7440-38-2 0.0050000000

0.0000049750

000741275 g

Substance 3 COPPER 7440-50-8

92.768500000

0

0.0923046588

7533939675 g

Substance 3 COBALT 7440-48-4 0.1000000000

0.0000995000

0148255 g

Substance 3 SILICON 7440-21-3 1.2000000000

0.0011940000

177906 g

Substance 3 MERCURY 7439-97-6 0.0005000000

4.9750000741

275E-7 g

Substance 3 CADMIUM 7440-43-9 0.0050000000

0.0000049750

000741275 g

Substance 3 IRON 7439-89-6 0.2000000000

0.0001990000

029651 g

Sub Item 1

1001343 

H06/R420 

0.32MM*25M

M BJ 1

0.4550999999

05 g

Material 2 Copper Alloy

0.4528244999

05475 g

Substance 3 IRON 7439-89-6 0.0200000000

0.0000905648

99981095 g

Substance 3 COBALT 7440-48-4 0.1000000000

0.0004528244

99905475 g

Substance 3 MANGANESE 7439-96-5 0.0200000000

0.0000905648

99981095 g

Substance 3 NICKEL 7440-02-0 0.0500000000

0.0002264122

499527375 g

Substance 3 ANTIMONY 7440-36-0 0.0100000000

0.0000452824

499905475 g

Substance 3 BERYLLIUM 7440-41-7 0.0010000000

0.0000045282

4499905475 g

Substance 3 CHROMIUM 7440-47-3 0.0010000000

0.0000045282

4499905475 g

Substance 3 MERCURY 7439-97-6 0.0005000000

0.0000022641

22499527375 g

Substance 3 COPPER 7440-50-8

99.412500000

0

0.4501641559

68530334375 g

Substance 3 CADMIUM 7440-43-9 0.0100000000

0.0000452824

499905475 g

Substance 3 ZINC 7440-66-6 0.1000000000

0.0004528244

99905475 g

Substance 3 TIN 7440-31-5 0.1500000000

0.0006792367

498582125 g

Substance 3 ARSENIC 7440-38-2 0.0100000000

0.0000452824

499905475 g

Substance 3 LEAD 7439-92-1 0.1000000000

0.0004528244

99905475 g

Substance 3 PHOSPHORUS 7723-14-0 0.0150000000

0.0000679236

7498582125 g

Material 2 Tin Plate

0.0022754999

99525 g

Substance 3 SILVER 7440-22-4 4.5000000000

0.0001023974

99978625 g

Substance 3 ZINC 7440-66-6 0.3500000000

0.0000079642

499983375 g

Substance 3 LEAD 7439-92-1 0.0900000000

0.0000020479

499995725 g

Substance 3 COPPER 7440-50-8 1.5000000000

0.0000341324

99992875 g

Substance 3 TIN 7440-31-5

93.560000000

0

0.0021289577

9955559 g

 

Each

Product Disclosure

true

Legal Statement

Supplier certifies that it gathered the provided information and such information is true and correct to the best of its knowledge and belief, as of the date that 

Supplier completes this form. Supplier acknowledges that Company will rely on this certification in determining the compliance of its products. Company 

acknowledges that Supplier may have relied on information provided by others in completing this form, and that Supplier may not have independently verified 

such information. However, in situations where Supplier has not independently verified information provided by others, Supplier agrees that, at a minimum, its 

suppliers have provided certifications regarding their contributions to the part(s), and those certifications are at least as comprehensive as the certification in this 

paragraph. If the Company and the Supplier enter into a written agreement with respect to the identified part(s), the terms and conditions of that agreement, 

including any warranty rights and/or remedies provided as part of that agreement, will be the sole and exclusive source of the Supplier's liability and the 

Company's remedies for issues that arise regarding information the Supplier provides in this form.

Product

Supplier Information

productcompliance@te.com

+001-800-522-6752

Legal Statement


