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TE Product 
Compliance Contact Title

Company 
Unique ID

TE 
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Phone 
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Supplier 
Acceptance

Manufacturer 
Item Number 1892711-1 Amount 12.03574 Version - Identity

Manufacturer 
Item Name

Assy 2x3 
MINIPAK HDE 
seq1 Weight UOM g Mfr Site  Authority

Date 2020-05-11 UOM

Sub-
item/Materia
l/Substance Level Name

Substance 
Category

Substance 
CAS

Substance 
Concentration Quantity Mass per Unit UOM Exemption

Sub Item 1

Contact Micro 
TCA R A Power 
Solder 3 1.31249 g

Sub Item 1
GMSS/GUS 
Part 1 0.00308 g

Material 2 Tin Plate 0.00308 g

Substance 3

Contains No 
Reportable 
TE5081-2 
Substances

TE5081-2-
0718 0.2000000000 0.00000616 g

Substance 3 TIN 7440-31-5
99.730000000
0 0.003071684 g

Substance 3 LEAD 7439-92-1 0.0700000000 0.000002156 g

Sub Item 1
GMSS/GUS 
Part 1 0.0083 g

Material 2 Nickel Plate 0.0083 g

Substance 3 NICKEL 7440-02-0
99.722600000
0 0.0082769758 g

Substance 3 CADMIUM 7440-43-9 0.0075000000 6.225E-7 g
Substance 3 LEAD 7439-92-1 0.0699000000 0.0000058017 g

Substance 3

Contains No 
Reportable 
TE5081-2 
Substances

TE5081-2-
0718 0.2000000000 0.0000166 g

Sub Item 1
GMSS/GUS 
Part 1 0.00011 g

Material 2 Gold Plate 0.00011 g

Substance 3

Contains No 
Reportable 
TE5081-2 
Substances

TE5081-2-
0718 0.3000000000 3.3E-7 g

 
Each

Product Disclosure

true
Legal Statement
Supplier certifies that it gathered the provided information and such information is true and correct to the best of its knowledge and belief, as of the date 
that Supplier completes this form. Supplier acknowledges that Company will rely on this certification in determining the compliance of its products. 
Company acknowledges that Supplier may have relied on information provided by others in completing this form, and that Supplier may not have 
independently verified such information. However, in situations where Supplier has not independently verified information provided by others, Supplier 
agrees that, at a minimum, its suppliers have provided certifications regarding their contributions to the part(s), and those certifications are at least as 
comprehensive as the certification in this paragraph. If the Company and the Supplier enter into a written agreement with respect to the identified part(s), 
the terms and conditions of that agreement, including any warranty rights and/or remedies provided as part of that agreement, will be the sole and 
exclusive source of the Supplier's liability and the Company's remedies for issues that arise regarding information the Supplier provides in this form.

Product

Supplier Information

productcompliance@te.com

+001-800-522-6752
Legal Statement



Substance 3 GOLD 7440-57-5
99.700000000
0 0.00010967 g

Sub Item 1
GMSS/GUS 
Part 1 1.301 g

Material 2 Copper Alloy 1.301 g
Substance 3 COBALT 7440-48-4 0.1000000000 0.001301 g

Substance 3 PHOSPHORUS 7723-14-0 0.0400000000 0.0005204 g

Substance 3 COPPER 7440-50-8
99.507500000
0 1.294592575 g

Substance 3 MANGANESE 7439-96-5 0.0200000000 0.0002602 g
Substance 3 IRON 7439-89-6 0.1500000000 0.0019515 g
Substance 3 CADMIUM 7440-43-9 0.0100000000 0.0001301 g
Substance 3 NICKEL 7440-02-0 0.0500000000 0.0006505 g
Substance 3 BERYLLIUM 7440-41-7 0.0010000000 0.00001301 g
Substance 3 CHROMIUM 7440-47-3 0.0010000000 0.00001301 g
Substance 3 LEAD 7439-92-1 0.1000000000 0.001301 g
Substance 3 ANTIMONY 7440-36-0 0.0100000000 0.0001301 g
Substance 3 ARSENIC 7440-38-2 0.0100000000 0.0001301 g
Substance 3 MERCURY 7439-97-6 0.0005000000 0.000006505 g

Sub Item 1

Contact Micro 
TCA R A Power 
Solder 3 1.31249 g

Sub Item 1
GMSS/GUS 
Part 1 0.00308 g

Material 2 Tin Plate 0.00308 g

Substance 3

Contains No 
Reportable 
TE5081-2 
Substances

TE5081-2-
0718 0.2000000000 0.00000616 g

Substance 3 TIN 7440-31-5
99.730000000
0 0.003071684 g

Substance 3 LEAD 7439-92-1 0.0700000000 0.000002156 g

Sub Item 1
GMSS/GUS 
Part 1 0.0083 g

Material 2 Nickel Plate 0.0083 g

Substance 3 NICKEL 7440-02-0
99.722600000
0 0.0082769758 g

Substance 3 CADMIUM 7440-43-9 0.0075000000 6.225E-7 g
Substance 3 LEAD 7439-92-1 0.0699000000 0.0000058017 g

Substance 3

Contains No 
Reportable 
TE5081-2 
Substances

TE5081-2-
0718 0.2000000000 0.0000166 g

Sub Item 1
GMSS/GUS 
Part 1 0.00011 g

Material 2 Gold Plate 0.00011 g

Substance 3

Contains No 
Reportable 
TE5081-2 
Substances

TE5081-2-
0718 0.3000000000 3.3E-7 g

Substance 3 GOLD 7440-57-5
99.700000000
0 0.00010967 g

Sub Item 1
GMSS/GUS 
Part 1 1.301 g

Material 2 Copper Alloy 1.301 g
Substance 3 COBALT 7440-48-4 0.1000000000 0.001301 g

Substance 3 PHOSPHORUS 7723-14-0 0.0400000000 0.0005204 g

Substance 3 COPPER 7440-50-8
99.507500000
0 1.294592575 g

Substance 3 MANGANESE 7439-96-5 0.0200000000 0.0002602 g
Substance 3 IRON 7439-89-6 0.1500000000 0.0019515 g
Substance 3 CADMIUM 7440-43-9 0.0100000000 0.0001301 g
Substance 3 NICKEL 7440-02-0 0.0500000000 0.0006505 g
Substance 3 BERYLLIUM 7440-41-7 0.0010000000 0.00001301 g
Substance 3 CHROMIUM 7440-47-3 0.0010000000 0.00001301 g
Substance 3 LEAD 7439-92-1 0.1000000000 0.001301 g
Substance 3 ANTIMONY 7440-36-0 0.0100000000 0.0001301 g
Substance 3 ARSENIC 7440-38-2 0.0100000000 0.0001301 g
Substance 3 MERCURY 7439-97-6 0.0005000000 0.000006505 g



Sub Item 1

Housing, 
MINIPAK HDE 
2x3 pos 1 4.1608 g

Sub Item 1
Polyester 
Compound 1 4.1608 g

Material 2

MAT-
52310215451
8 4.1608 g

Substance 3
FIBROUS 
GLASS 65997-17-3

30.000000000
0 1.24824 g

Substance 3

TALC 
(MG3H2(SIO3)
4) 14807-96-6 4.9000000000 0.2038792 g

Substance 3

2,6-
NAPHTHALENE
DICARBOXYLIC 
ACID, 
POLYMER 
WITH 1,4-
BENZENEDICA
RBOXYLIC 
ACID, 1,4-
BENZENEDIOL, 
[1,1-
BIPHENYL]-4,4-
DIOL AND 4-
HYDROXYBENZ
OIC ACID 126710-21-2

60.800000000
0 2.5297664 g

Substance 3
MAGNESIUM 
CARBONATE 546-93-0 0.0300000000 0.00124824 g

Substance 3

CONTAINS NO 
REPORTABLE 
TE5081-2 
SUBSTANCES

TE5081-2-
1212 2.0000000000 0.083216 g

Substance 3 DOLOMITE 16389-88-1 0.0400000000 0.00166432 g

Substance 3
CARBON 
BLACK 1333-86-4 2.0000000000 0.083216 g

Substance 3

ETHENE, 
HOMOPOLYM
ER 9002-88-4 0.2000000000 0.0083216 g

Substance 3

CHLORITE-
GROUP 
MINERALS 1318-59-8 0.0300000000 0.00124824 g




