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Supplier 
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Manufacturer 

Item Number 3-1534903-1 Amount

86.115699779

254 Version - Identity

Manufacturer 

Item Name

CONNECTOR 

HSG 60 POS. Weight UOM g Mfr Site  Authority

Date 2022-05-02 UOM

Sub-

item/Material/

Substance Level Name

Substance 

Category Substance CAS

Substance 

Concentration Quantity Mass per Unit UOM Exemption

Sub Item 1

RETAINER FOR 

60POS SOCKET 

HSG 1

28.572499841

463 g

Sub Item 1

Nylon 

Compound 1

1.0724999904

63 g

Material 2 704521-2

1.0724999904

63 g

Substance 3

POLYAMIDE 6 - 

ISO 1043-1 

TERM PA6 1043-1-PA6

69.000000000

0

0.7400249934

1947 g

Substance 3 FIBROUS GLASS 65997-17-3

30.000000000

0

0.3217499971

389 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0621 1.0000000000

0.0107249999

0463 g

Sub Item 1 Colorant 1 27.499999851 g

Material 2 COLORANT 27.499999851 g

Substance 3 LIMESTONE 1317-65-3 7.0000000000

1.9249999895

7 g

Substance 3

TITANIUM 

DIOXIDE 13463-67-7

16.110000000

0

4.4302499759

961 g

Substance 3

3-METHYL-6-(P-

TOLUIDINO)-

3H-

DIBENZ[F,IJ]ISO

QUINOLINE-2,7-

DIONE 81-39-0 5.2000000000

1.4299999922

52 g

Substance 3 NYLON 6 25038-54-4

70.990000000

0

19.522249894

2249 g

Substance 3

8,9,10,11-

TETRACHLORO-

12H-

PHTHALOPERIN-

12-ONE 20749-68-2 0.7000000000

0.1924999989

57 g

Sub Item 1

SHIELD, 

60POSN. 

RECEPTACLE 

HOU 1

7.4000000953

67 g

Sub Item 1

Nylon 

Compound 1

7.4000000953

67 g

Material 2 705190-1

7.4000000953

67 g

Substance 3 FIBROUS GLASS 65997-17-3

13.000000000

0

0.9620000123

9771 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 7.0000000000

0.5180000066

7569 g

Substance 3

POLYAMIDE 66 - 

ISO 1043-1 

TERM PA66 1043-1-PA66

80.000000000

0

5.9200000762

936 g

Sub Item 1

CARRIER HSG 

60POS,ASSY 1

435.63067481

50015578318

32272 g

Sub Item 1

CARRIER 

HOUSING 

60POS 1

17.118499755

859 g

Sub Item 1

Polyester 

Compound 1

17.118499755

859 g

Material 2 705180-1

17.118499755

859 g

Substance 3

BUTYLENE 

GLYCOL-

TEREPHTHALIC 

ACID POLYMER 26062-94-2

49.391500000

0

8.4550838069

15097985 g

Substance 3

2-PROPENOIC 

ACID, BUTYL 

ESTER, 

POLYMER WITH 

ETHENYLBENZE

NE AND 2-

PRO... 26299-47-8

15.000000000

0

2.5677749633

7885 g

Substance 3 CARBON BLACK 1333-86-4 1.0000000000

0.1711849975

5859 g

Substance 3

TEREPHTHALIC 

ACID 100-21-0 0.0300000000

0.0051355499

267577 g

Substance 3 CUMENE 98-82-8 0.0025000000

0.0004279624

93896475 g

Substance 3

ACRYLONITRILE, 

POLYMER WITH 

STYRENE 9003-54-7

10.000000000

0

1.7118499755

859 g

Substance 3

TALC 

(MG3H2(SIO3)

4) 14807-96-6 0.5000000000

0.0855924987

79295 g

Substance 3 STYRENE 100-42-5 0.0200000000

0.0034236999

511718 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 4.0000000000

0.6847399902

3436 g

Substance 3 ACRYLONITRILE 107-13-1 0.0030000000

0.0005135549

9267577 g

Substance 3

TETRAHYDROF

URAN 109-99-9 0.0500000000

0.0085592498

779295 g

Substance 3 QUARTZ (SIO2) 14808-60-7 0.0030000000

0.0005135549

9267577 g

Substance 3 FIBROUS GLASS 65997-17-3

20.000000000

0

3.4236999511

718 g

Sub Item 1

MQS CAVITY 

BLOCK 

RECEPTACLE 

60POS 1

4.3499999046

33 g

Sub Item 1

Polyester 

Compound 1

4.3499999046

33 g

Material 2 705180-1

4.3499999046

33 g

Substance 3

BUTYLENE 

GLYCOL-

TEREPHTHALIC 

ACID POLYMER 26062-94-2

49.391500000

0

2.1485302028

96808195 g

Substance 3

2-PROPENOIC 

ACID, BUTYL 

ESTER, 

POLYMER WITH 

ETHENYLBENZE

NE AND 2-

PRO... 26299-47-8

15.000000000

0

0.6524999856

9495 g

Substance 3 CARBON BLACK 1333-86-4 1.0000000000

0.0434999990

4633 g

Substance 3

TEREPHTHALIC 

ACID 100-21-0 0.0300000000

0.0013049999

713899 g

Substance 3 CUMENE 98-82-8 0.0025000000

0.0001087499

97615825 g

Substance 3

ACRYLONITRILE, 

POLYMER WITH 

STYRENE 9003-54-7

10.000000000

0

0.4349999904

633 g

Substance 3

TALC 

(MG3H2(SIO3)

4) 14807-96-6 0.5000000000

0.0217499995

23165 g

Substance 3 STYRENE 100-42-5 0.0200000000

0.0008699999

809266 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 4.0000000000

0.1739999961

8532 g

Substance 3 ACRYLONITRILE 107-13-1 0.0030000000

0.0001304999

9713899 g

Substance 3

TETRAHYDROF

URAN 109-99-9 0.0500000000

0.0021749999

523165 g

Substance 3 QUARTZ (SIO2) 14808-60-7 0.0030000000

0.0001304999

9713899 g

Substance 3 FIBROUS GLASS 65997-17-3

20.000000000

0

0.8699999809

266 g

Sub Item 1

DICHTUNG,60P 

OR 1

1.4500000476

84 g

Sub Item 1

Elastomer 

Compound 1

0.7250000238

42 g

Material 2 703924-1

0.7250000238

42 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, VINYL 

GROUP-

TERMINATED 68083-19-2

63.305000000

0

0.4589612650

931781 g

Substance 3

PLATINATE(2-), 

HEXACHLORO-, 

(OC-6-11)-, 

DIHYDROGEN, 

REACTION 

PRODUCTS 

WITH 2,4,6,8-

TETRAETHENYL-

2,4,6,8-

TETRAMETHYLC

YCLOTETRASILO

XANE 68585-32-0 0.0080000000

0.0000580000

0190736 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSILY

L)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

31.122000000

0

0.2256345074

2010724 g

Substance 3

1-

ETHYNYLCYCLO

HEXANOL 78-27-3 0.1200000000

0.0008700000

286104 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, ME 

VINYL, VINYL 

GROUP-

TERMINATED 68083-18-1 0.8950000000

0.0064887502

133859 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, DI-PH 68083-14-7 3.1200000000

0.0226200007

438704 g

Substance 3

POLY(METHYLH

YDROSILOXANE

) 63148-57-2 1.4300000000

0.0103675003

409406 g

Sub Item 1

Elastomer 

Compound 1

0.7250000238

42 g

Material 2 703924-2

0.7250000238

42 g

Substance 3

POLY(METHYLH

YDROSILOXANE

) 63148-57-2 1.4300000000

0.0103675003

409406 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, DI-PH 68083-14-7 3.1200000000

0.0226200007

438704 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSILY

L)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

31.122000000

0

0.2256345074

2010724 g

Substance 3

PLATINATE(2-), 

HEXACHLORO-, 

(OC-6-11)-, 

DIHYDROGEN, 

REACTION 

PRODUCTS 

WITH 2,4,6,8-

TETRAETHENYL-

2,4,6,8-

TETRAMETHYLC

YCLOTETRASILO

XANE 68585-32-0 0.0080000000

0.0000580000

0190736 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, ME 

VINYL, VINYL 

GROUP-

TERMINATED 68083-18-1 0.8950000000

0.0064887502

133859 g

Substance 3

1-

ETHYNYLCYCLO

HEXANOL 78-27-3 0.1200000000

0.0008700000

286104 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, VINYL 

GROUP-

TERMINATED 68083-19-2

63.305000000

0

0.4589612650

931781 g

Sub Item 1

SLIDE FOR 

SOCKET 

HOUSING 

60POS 1

9.1434001922

61 g

Sub Item 1

Nylon 

Compound 1

9.1434001922

61 g

Material 2 704115-1

9.1434001922

61 g

Substance 3 CARBON BLACK 1333-86-4 1.0000000000

0.0914340019

2261 g

Substance 3 FIBROUS GLASS 65997-17-3

30.000000000

0

2.7430200576

783 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 1.0000000000

0.0914340019

2261 g

Substance 3 NYLON 6.6 32131-17-2

68.000000000

0

6.2175121307

3748 g

Sub Item 1

MQS1,5CONT.

MODUL30P 1

34.482979130

28393046202

0857 g

Sub Item 1

DICHTUNGSHA

LT,SW30P 1

1.2680000066

76 g

Sub Item 1

Polyester 

Compound 1

1.2680000066

76 g

Material 2 1573472-2

1.2680000066

76 g

Substance 3

BUTYLENE 

GLYCOL-

TEREPHTHALIC 

ACID POLYMER 26062-94-2

41.500000000

0

0.5262200027

7054 g

Substance 3 CARBON BLACK 1333-86-4 0.5000000000

0.0063400000

3338 g

Substance 3

1,4-

BENZENEDICAR

BOXYLIC ACID, 

DIMETHYL 

ESTER, 1,4-

BUTANEDIOL 

POLYMER 30965-26-5

41.500000000

0

0.5262200027

7054 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 1.5000000000

0.0190200001

0014 g

Substance 3 FIBROUS GLASS 65997-17-3

15.000000000

0

0.1902000010

014 g

Sub Item 1

SAMMELDICHT

UNG 30P 1 2.25 g

Material 2

VMQ_5936187

31

1.1049997544

44 g

Substance 3

PIGMENT 

PORTION, NOT 

TO DECLARE SYSTEM 0.1249999900

0.0013812496

92999750012

2778 g

Substance 3 VMQ -

69.649999990

0

0.7696323289

70146550022

10004 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, DI-PH 68083-14-7 6.8250000000

0.0754162332

40968749963

1666 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSILY

L)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

23.399999990

0

0.2585699425

39884950002

45556 g

Material 2

LSR3485/35 

BRN

1.1450002455

56 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSILY

L)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

23.190994230

0

0.2655369409

91614565274

5654 g

Substance 3

SILICON 

DIOXIDE 7631-86-9 0.0120087200

0.0001374999

69496403073

0706 g

Substance 3

METHYLHYDRO

SILOXANE-

DIMETHYLSILO

XANE 

COPOLYMER 68037-59-2 1.8950210000

0.0216979951

78014682775

16232 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, DI-PH 68083-14-7 3.8650201400

0.0442544901

65523120362

4834 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, VINYL 

GROUP-

TERMINATED 68083-19-2

70.670973500

0

0.8091828201

81855352680

66052 g

Substance 3

DIIRON 

TRIOXIDE 1309-37-1 0.3659823700

0.0041904990

69003525728

46868 g

Sub Item 1

MQS SOCKT 

HOUSING 30P 1

5.5339999198

91 g

Sub Item 1

Nylon 

Compound 1

5.5339999198

91 g

Material 2 704791-2

5.5339999198

91 g

Substance 3 NYLON 6.6 32131-17-2

72.500000000

0

4.0121499419

20975 g

Substance 3 FIBROUS GLASS 65997-17-3

25.000000000

0

1.3834999799

7275 g

Substance 3 CARBON BLACK 1333-86-4 0.5000000000

0.0276699995

99455 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 2.0000000000

0.1106799983

9782 g

Sub Item 1

MQS1,5CONT.

MODUL30P 1

4.5291454780

85582768944

796 g

Sub Item 1

DICHTUNGSHA

LT,BR30P 1

1.2460000328

72 g

Sub Item 1

Polyester 

Compound 1

1.2150000333

79 g

Material 2 1573472-1

1.2150000333

79 g

Substance 3

1,4-

BENZENEDICAR

BOXYLIC ACID, 

DIMETHYL 

ESTER, 1,4-

BUTANEDIOL 

POLYMER 30965-26-5

41.750000000

0

0.5072625139

357325 g

Substance 3

BUTYLENE 

GLYCOL-

TEREPHTHALIC 

ACID POLYMER 26062-94-2

41.750000000

0

0.5072625139

357325 g

Substance 3 FIBROUS GLASS 65997-17-3

15.000000000

0

0.1822500050

0685 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 1.5000000000

0.0182250005

00685 g

Sub Item 1 Colorant 1

0.0309999994

93 g

Material 2 COLORANT

0.0309999994

93 g

Substance 3 CARBON BLACK 1333-86-4 1.0000000000

0.0003099999

9493 g

Substance 3

ETHENE, 

HOMOPOLYME

R 9002-88-4

39.000000000

0

0.0120899998

0227 g

Substance 3 LIMESTONE 1317-65-3 9.0000000000

0.0027899999

5437 g

Substance 3

CHROME 

ANTIMONY 

TITANIUM BUFF 

RUTILE 68186-90-3

45.000000000

0

0.0139499997

7185 g

Substance 3

TRIEISENTETRA

OXID 1317-61-9 2.0000000000

0.0006199999

8986 g

Substance 3

TITANIUM 

DIOXIDE 13463-67-7 4.0000000000

0.0012399999

7972 g

 

Each

Product Disclosure

true

Legal Statement

Supplier certifies that it gathered the provided information and such information is true and correct to the best of its knowledge and belief, as of the date that Supplier 

completes this form. Supplier acknowledges that Company will rely on this certification in determining the compliance of its products. Company acknowledges that 

Supplier may have relied on information provided by others in completing this form, and that Supplier may not have independently verified such information. However, in 

situations where Supplier has not independently verified information provided by others, Supplier agrees that, at a minimum, its suppliers have provided certifications 

regarding their contributions to the part(s), and those certifications are at least as comprehensive as the certification in this paragraph. If the Company and the Supplier 

enter into a written agreement with respect to the identified part(s), the terms and conditions of that agreement, including any warranty rights and/or remedies provided 

as part of that agreement, will be the sole and exclusive source of the Supplier's liability and the Company's remedies for issues that arise regarding information the 

Supplier provides in this form.

Product

Supplier Information

productcompliance@te.com

+001-800-522-6752

Legal Statement



Sub Item 1

SAMMELDICHT

UNG 30P 1 2.25 g

Material 2

VMQ_5936187

31

1.1049997544

44 g

Substance 3

PIGMENT 

PORTION, NOT 

TO DECLARE SYSTEM 0.1249999900

0.0013812496

92999750012

2778 g

Substance 3 VMQ -

69.649999990

0

0.7696323289

70146550022

10004 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, DI-PH 68083-14-7 6.8250000000

0.0754162332

40968749963

1666 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSILY

L)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

23.399999990

0

0.2585699425

39884950002

45556 g

Material 2

LSR3485/35 

BRN

1.1450002455

56 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSILY

L)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

23.190994230

0

0.2655369409

91614565274

5654 g

Substance 3

SILICON 

DIOXIDE 7631-86-9 0.0120087200

0.0001374999

69496403073

0706 g

Substance 3

METHYLHYDRO

SILOXANE-

DIMETHYLSILO

XANE 

COPOLYMER 68037-59-2 1.8950210000

0.0216979951

78014682775

16232 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, DI-PH 68083-14-7 3.8650201400

0.0442544901

65523120362

4834 g

Substance 3

SILOXANES 

AND SILICONES, 

DI-ME, VINYL 

GROUP-

TERMINATED 68083-19-2

70.670973500

0

0.8091828201

81855352680

66052 g

Substance 3

DIIRON 

TRIOXIDE 1309-37-1 0.3659823700

0.0041904990

69003525728

46868 g

Sub Item 1

MQS SOCKET 

HOUSING 30P 1

5.5332999825

48 g

Sub Item 1 Colorant 1

0.1383000016

21 g

Material 2 COLORANT

0.1383000016

21 g

Substance 3 CARBON BLACK 1333-86-4 1.0000000000

0.0013830000

1621 g

Substance 3

ETHENE, 

HOMOPOLYME

R 9002-88-4

39.000000000

0

0.0539370006

3219 g

Substance 3 LIMESTONE 1317-65-3 9.0000000000

0.0124470001

4589 g

Substance 3

CHROME 

ANTIMONY 

TITANIUM BUFF 

RUTILE 68186-90-3

45.000000000

0

0.0622350007

2945 g

Substance 3

TRIEISENTETRA

OXID 1317-61-9 2.0000000000

0.0027660000

3242 g

Substance 3

TITANIUM 

DIOXIDE 13463-67-7 4.0000000000

0.0055320000

6484 g

Sub Item 1

Nylon 

Compound 1

5.3949999809

27 g

Material 2 704791-1

5.3949999809

27 g

Substance 3

CONTAINS NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 1.0000000000

0.0539499998

0927 g

Substance 3 NYLON 6.6 32131-17-2

74.000000000

0

3.9922999858

8598 g

Substance 3 FIBROUS GLASS 65997-17-3

25.000000000

0

1.3487499952

3175 g


