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Sub Item 1

MQS BU-GEH 

3P,SW 1

1.1970505714

42 g

Sub Item 1

Polyester 

Compound 1

1.1970505714

42 g

Material 2 703457-2

1.1970505714

42 g

Substance 3

BISPHENOL A 

- BISPHENOL 

A DIGLYCIDYL 

ETHER 

POLYMER 25036-25-3 1.0000000000

0.0119705057

1442 g

Substance 3

POLY(BUTYLE

NE 

TEREPHTHAL

ATE) - ISO 

1043-1 TERM 

PBT 1043-1-PBT

74.820000000

0

0.8956332375

529044 g

Substance 3

CONTAINS 

NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 3.0000000000

0.0359115171

4326 g

Substance 3

2,6-DI-TERT-

BUTYL-P-

CRESOL 128-37-0 0.0900000000

0.0010773455

142978 g

Substance 3

FIBROUS 

GLASS 65997-17-3

20.000000000

0

0.2394101142

884 g

Substance 3

CARBON 

BLACK 1333-86-4 1.0000000000

0.0119705057

1442 g

Substance 3

TETRAHYDRO

FURAN 109-99-9 0.0900000000

0.0010773455

142978 g

Sub Item 1

MQS 

DICHTUNG  

3P 1

0.3297999901

7 g

Sub Item 1 Colorant 1

0.0082000000

4 g

Material 2 COLORANT

0.0082000000

4 g

Substance 3

TITANIUM 

DIOXIDE 13463-67-7

16.900000000

0

0.0013858000

0676 g

Substance 3

SILOXANES 

AND 

SILICONES, DI-

ME, VINYL 

GROUP-

TERMINATED 68083-19-2

83.100000000

0

0.0068142000

3324 g

Sub Item 1

Elastomer 

Compound 1

0.1607999950

65 g

Material 2 704300-1

0.1607999950

65 g

Substance 3

N-

(DIMETHYLVI

NYLSILYL)-1,1-

DIMETHYL-1-

VINYLSILYLA

MINE 7691-02-3 0.0378000000

0.0000607823

9813457 g

Substance 3

SILOXANES 

AND 

SILICONES, DI-

ME, VINYL 

GROUP-

TERMINATED 68083-19-2

66.656000000

0

0.1071828447

105264 g

Substance 3

DECAMETHYL

CYCLOPENTA

SILOXANE 541-02-6 0.0168000000

0.0000270143

9917092 g

Substance 3

SILOXANES 

AND 

SILICONES, DI-

ME, DI-PH 68083-14-7 3.7000000000

0.0059495998

17405 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSI

LYL)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

29.550000000

0

0.0475163985

417075 g

Substance 3

2,4,6,8-

TETRAMETHY

L-2,4,6,8-

TETRAVINYLC

YCLOTETRASI

LOXANE 2554-06-5 0.0015000000

0.0000024119

99925975 g

Substance 3

1,1,3,3-

TETRAMETHY

L-1,3-

DIVINYLDISIL

OXANE 2627-95-4 0.0020000000

0.0000032159

999013 g

Substance 3

PLATINATE(2-

), 

HEXACHLOR

O-, (OC-6-11)-

, 

DIHYDROGEN

, REACTION 

PRODUCTS 

WITH 2,4,6,8-

TETRAETHEN

YL-2,4,6,8-

TETRAMETHY

LCYCLOTETRA

SILOXANE 68585-32-0 0.0068000000

0.0000109343

9966442 g

Substance 3

OCTAMETHYL

CYCLOTETRA

SILOXANE 556-67-2 0.0074000000

0.0000118991

9963481 g

Substance 3

PROPAN-2-

OL 67-63-0 0.0010000000

0.0000016079

9995065 g

Substance 3

DODECAMET

HYLCYCLOHE

XASILOXANE 540-97-6 0.0207000000

0.0000332855

98978455 g

Sub Item 1

Elastomer 

Compound 1

0.1607999950

65 g

Material 2 704300-2

0.1607999950

65 g

Substance 3

N-

(DIMETHYLVI

NYLSILYL)-1,1-

DIMETHYL-1-

VINYLSILYLA

MINE 7691-02-3 0.0285000000

0.0000458279

98593525 g

Substance 3

METHYLHYDR

OSILOXANE-

DIMETHYLSIL

OXANE 

COPOLYMER 68037-59-2 2.9000000000

0.0046631998

56885 g

Substance 3

1-

ETHYNYLCYCL

OHEXANOL 78-27-3 0.1200000000

0.0001929599

94078 g

Substance 3

SILANAMINE, 

1,1,1-

TRIMETHYL-N-

(TRIMETHYLSI

LYL)-, 

HYDROLYSIS 

PRODUCTS 

WITH SILICA 68909-20-6

29.943000000

0

0.0481483425

2231295 g

Substance 3

DODECAMET

HYLCYCLOHE

XASILOXANE 540-97-6 0.0258000000

0.0000414863

9872677 g

Substance 3

OCTAMETHYL

CYCLOTETRA

SILOXANE 556-67-2 0.0073000000

0.0000117383

99639745 g

Substance 3

SILOXANES 

AND 

SILICONES, DI-

ME, VINYL 

GROUP-

TERMINATED 68083-19-2

63.260000000

0

0.1017220768

78119 g

Substance 3

1,1,3,3-

TETRAMETHY

L-1,3-

DIVINYLDISIL

OXANE 2627-95-4 0.0017000000

0.0000027335

99916105 g

Substance 3

SILOXANES 

AND 

SILICONES, DI-

ME, DI-PH 68083-14-7 3.7000000000

0.0059495998

17405 g

Substance 3

DECAMETHYL

CYCLOPENTA

SILOXANE 541-02-6 0.0137000000

0.0000220295

99323905 g

Sub Item 1

MQS2.KONT-

SICHERUNG 1

0.2262970036

83 g

Sub Item 1 Colorant 1

0.0056570000

02 g

Material 2 COLORANT

0.0056570000

02 g

Substance 3

C.I. SOLVENT 

YELLOW 98 12671-74-8 0.4000000000

0.0000226280

00008 g

Substance 3

TITANIUM 

DIOXIDE 13463-67-7 5.5000000000

0.0003111350

0011 g

Substance 3

POLYCHLORK

UPFERPHTHA

LOCYANIN 1328-53-6 3.0000000000

0.0001697100

0006 g

Substance 3

CHROME 

ANTIMONY 

TITANIUM 

BUFF RUTILE 68186-90-3

22.000000000

0

0.0012445400

0044 g

Substance 3

CARBON 

BLACK 1333-86-4 1.2000000000

0.0000678840

00024 g

Substance 3

RESIN ACIDS 

AND ROSIN 

ACIDS, 

ESTERS WITH 

GLYCEROL 8050-31-5 8.0000000000

0.0004525600

0016 g

Substance 3

ETHENE, 

HOMOPOLY

MER 9002-88-4

59.900000000

0

0.0033885430

01198 g

Sub Item 1

Polyester 

Compound 1

0.2206400036

81 g

Material 2 704318-2

0.2206400036

81 g

Substance 3

FIBROUS 

GLASS 65997-17-3

35.000000000

0

0.0772240012

8835 g

Substance 3

BENZENE, 

ETHENYL-, 

HOMOPOLY

MER, 

BROMINATE

D 88497-56-7

25.000000000

0

0.0551600009

2025 g

Substance 3

CONTAINS 

NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 6.5000000000

0.0143416002

39265 g

Substance 3

POLYAMIDE 

HOMOLOGO

US POLYMER 

SERIES - ISO 

1043-1 TERM 

PA6T/66

1043-1-

PA6T/66

33.000000000

0

0.0728112012

1473 g

Substance 3

CARBON 

BLACK 1333-86-4 0.5000000000

0.0011032000

18405 g

Sub Item 1

MQS 

SCHUTZKAPP

E,3P 1

2.0102999210

36 g

Sub Item 1

Polyester 

Compound 1

2.0102999210

36 g

Material 2 703652-3

2.0102999210

36 g

Substance 3

1,4-

BENZENEDIC

ARBOXYLIC 

ACID, 

DIMETHYL 

ESTER, 1,4-

BUTANEDIOL 

POLYMER 30965-26-5

44.000000000

0

0.8845319652

5584 g

Substance 3

FIBROUS 

GLASS 65997-17-3

10.000000000

0

0.2010299921

036 g

Substance 3

CONTAINS 

NO 

REPORTABLE 

TE5081-2 

SUBSTANCES

TE5081-2-

0320 1.0000000000

0.0201029992

1036 g

Substance 3

CARBON 

BLACK 1333-86-4 1.0000000000

0.0201029992

1036 g

Substance 3

BUTYLENE 

GLYCOL-

TEREPHTHALI

C ACID 

POLYMER 26062-94-2

44.000000000

0

0.8845319652

5584 g
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Product Disclosure

true

Legal Statement

Supplier certifies that it gathered the provided information and such information is true and correct to the best of its knowledge and belief, as 

of the date that Supplier completes this form. Supplier acknowledges that Company will rely on this certification in determining the 

compliance of its products. Company acknowledges that Supplier may have relied on information provided by others in completing this form, 

and that Supplier may not have independently verified such information. However, in situations where Supplier has not independently 

verified information provided by others, Supplier agrees that, at a minimum, its suppliers have provided certifications regarding their 

contributions to the part(s), and those certifications are at least as comprehensive as the certification in this paragraph. If the Company and 

the Supplier enter into a written agreement with respect to the identified part(s), the terms and conditions of that agreement, including any 

warranty rights and/or remedies provided as part of that agreement, will be the sole and exclusive source of the Supplier's liability and the 

Company's remedies for issues that arise regarding information the Supplier provides in this form.

Product
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